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BS 6920; SUITABILITY OF NON-METALLIC PRODUCTS FOR USE IN CONTACT
WITH WATER INTENDED FOR HUMAN CONSUMPTION WITH REGARD TO THEIR
EFFECT ON THE QUALITY OF THE WATER.
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All of the test has been done according to BS 6920:2000; Suitability of non-
metallic products for use in contact with water intended for human
consumption with regard to their effect on the quality of the water
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Reference No. : LS-89292-Rev.1

1. Sample Specification

Customer Name oS oS 3

Material Manufacturer/Supplier* oS S
Material Name & Code * LIMIX Plasticoat 110
General composition of product¥* N/A
Typical use of product Sealing
Reference standard BS 6920
Surface area for test 23400mm*
Volume of test container 1.5 liter
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Reference No. : LS-89292-Rev.1

2.Coating System

2 layer Solvent Free Epoxy Coating Code: 116290 400 um

3.Test Result Summary

Odour and flavour of water Pass
Appearance of water Pass
Growth of aquatic microorganisms Pass
Extraction of substances may be of concern to public health Pass
Extraction of metals Pass
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Paint Research Institute
Coating, Polymer, Resin, Corrosion

e Reference No. : L5-89292-Rev.1

4.Testing Results

4.1. Odour and flavour of water

Test Methodology BS 6920 section 2.2.1

Start Date of leaching 89/11/11
Finish Date of leaching 89/11/12
Number of panellist 3
Temperature of extraction 23%2°C

4.1.1. Odour Test

First Conformity

4.1.2. Flavour test

Conformity

QI Sl g5ln 0LLA i (BED (a8 plilsa pac ¢y obls phed Page3 of 7
) AABIBABGO-G g AAPIDAD :0uSal5 (161 VOWAY O :(TmysS (€ aib
info@metra.co.indgys auw - AAPRYYY | No.94, 4" Floor, Fathi -Shaghaghi St., Vali'asr Ave., 1431753565
Tehran - Iran, Telefax: + (98 21) 88023851, 88338295-9, 88023667
Www.metra.co.ir



| i - e o Wy gl el et 90

-
a9 ol g 33 B
/Aetra ’

Paint Research Institute
Coating, Polymer, Resin, Corrosion

Reference No. : LS-89292-Rev.1

4.2. Appearance of water

Test methodology BS 6920 section 2.3
Start Date of leaching 89/11/19
Finish Date of leaching 89/11/20
Temperature of extraction 23+£2°C

4.2.1. Colour test (mg/lit Pt)

4.2.2. Turbidity test (Formazine Nephlometric Units)

First <0.05 0.30 None
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Paint Research Institute
Coating, Polymer, Resin, Corrosion

Reference No. : LS-89292-Rev.1

4.3. Growth of microorganisms

Test methodology BS 6920 section 2.4
Start Date of leaching 89/11/12
Finish Date of leaching 89/12/21
Temperature of Extraction 30+1°C

Test water 0.15

Observations
At the End of the Test Following Item was Observed:

1. Some Tiny/ Dusty Particles in Test water
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Coating, Polymer, Resin, Corrosion

4 Reference No. : LS-89292-Rev.1

4.4. The extraction of substances that may be of concern to
public health

Test methodology BS 6920 section 2.5

Start Date of leaching 89/11/12

Finish Date of leaching 89/11/13

Date of Growth finished 89/11/20

Temperature of extraction 23%2°C

e (i o oo T ey

Cell concentration in sample 1x10°

Positive control Zinc sulphate Bt 19

Morphology Confluent growth_of elopgated cells some
round cells debris medium orange/pink

Confluent growth of elongated cells some
round cells debris medium orange/pink

Test Sample

Confluent growth of elongated cells some

Blank round cells debris medium orange/pink

Confluent growth of elongated cells some

ieenELive gantrol round cells debris medium orange/pink

All cells rounded and mainly still in suspension

Positive control . ;
medium pink
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Paint Research Institute
Coating, Polymer, Resin, Corrosion

Reference No. : LS-89292-Rev.1

4.5. Extraction of metals

Test methodology BS 6920 section 2.6

Start Date of leaching 89/11/19
Finish Date of leaching 89/11/20
Temperature of extraction 23+2°C

8

Aluminum AAS 200 50 42 9 11
: Nothing
Antimony AAS 10 0.5 < Di——_ 1 2
. Nothing Nothing Nothing

Arsenie AAS >0 2 Observed Observed Observed

Barium AAS 1000 100 55 38 41

Cadmium AAS 5 2 Nething 1 2

Observed

Chromium AAS 50 5 30 21 17

Iron AAS 200 20 47 3 5
Nothing Nothing Nothing

Lead AAS 50 1 Observed Observed Observed
Nothing Nothing Nothing

Manganese i =0 20 Observed Observed Observed
Nothing Nothing Nothing

Mereliry AAS d Bl Observed Observed Observed

Nickel AAS 50 3 26 2 2

, Nothing Nothing Nothing
Selenium AP = Observed Observed Observed
. Nothing
Silver AAS 10 1 Obsarved 7 9

MAC: maximum admissible concentration

LOD: required limits of detection
AAS: Atomic Absorption Spectromelry
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